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Coherent control of individual molecular spins in nano-devices is a pivotal prerequisite for fulfilling
the potential promised by molecular spintronics. By applying electric field pulses during time-
resolved electron spin resonance measurements, we measure the sensitivity of the spin in several
antiferromagnetic molecular nanomagnets to external electric fields. We find a linear electric field
dependence of the spin states in Cr7Mn, an antiferromagnetic ring with a ground-state spin of S = 1,
and in a frustrated Cu3 triangle, both with coefficients of about 2 rad s−1/Vm−1. Conversely,
the antiferromagnetic ring Cr7Ni, isomorphic with Cr7Mn but with S = 1/2, does not exhibit
a detectable effect. We propose that the spin-electric field coupling may be used for selectively
controlling individual molecules embedded in nanodevices.

Among the physical manifestations of electronic quan-
tum spins, molecular systems exhibit a range of advan-
tages for technological applications: molecular spin prop-
erties may be tailored chemically for particular purposes
whilst retaining substantial quantum coherence times [1–
5]; supra-molecular chemical synthesis offers routes to
complex multi-spin structures [6, 7]; and the principles
by which individual molecular spin states may be inter-
rogated have been demonstrated [8–11]. These achieve-
ments represent significant progress towards realizing the
promise of molecular quantum spintronics [12–15].

The canonical approach to manipulating molecular
spins exploits the Zeeman interaction between an oscil-
latory magnetic field and electron spins [16]. However,
this approach to controlling individual molecular compo-
nents in an integrated device is challenging because it is
difficult to localize magnetic fields with the spatial reso-
lution required (on the scale of 1 nm), and undesirable
cross-talk is inevitable. On the other hand, electrically-
controllable molecular spins [17–20] would offer signifi-
cant architectural advantages: strong electric fields (E-
fields) can be generated and localized over small length
scales; and it has been shown that projective spin mea-
surements may be achieved using the same electrodes
as for coherent spin manipulation [9, 21, 22]. However,
the challenge of quantifying E-field coupling to spins
in molecular nanomagnets persists. Unlike charges, lo-
calised electron spins couple only weakly to E-fields be-
cause spin-orbital interactions scale with the size of or-
bitals L as L3 [23]. This motivates proposals to exploit
E-field effects in antiferromagnetically-coupled molecu-
lar nanomagnets, in which the E-field-induced modifi-
cations to exchange interactions can lead to enhanced
spin-electric couplings [18, 19].

Study of the effect of E-fields applied to spins in ESR

experiments has, in the past, been used as a means
of investigating the symmetry of transition metal cen-
ters in insulators or organic materials (for example,
proteins and enzymes) [24]; a first-order dependence
of the spin energy levels on the applied E-field is in-
dicative of an inversion-symmetry-broken environment.
These techniques were later applied to manipulate co-
herently potential spin qubits in semiconductors [25] and
to study E-field-induced decoherence [26, 27]. More re-
cently, progress has been made in directly applying high-
frequency oscillatory E-fields to drive the spins of in-
dividual atoms on surfaces [28], and molecular spins in
single-molecule transistors [9, 22].

In this letter we investigate the spin-electric coupling
in a selection of antiferromagnetic molecular nanomag-
nets, by introducing E-field pulses to frozen solutions of
the molecules during ESR Hahn-echo sequences. Our
experiment provides a general method for screening for
spin-electric couplings in molecular magnets, thus paving
the way for implementation of E-field-control in molecu-
lar spintronics.

We studied three antiferromagnetic molecules. Cr7Ni
and Cr7Mn [1, 2, 29, 30], shown in Figure 1(a), share the
same molecular structure of a ring formed of seven Cr
atoms and a heteroatom (either Ni or Mn), bridged by
carboxylate ligands [31]. The antiferromagnetic coupling
leads to well-defined magnetic ground states below about
10 K, with a total spin of S = 1 for Cr7Mn and S = 1/2
for Cr7Ni. The peripheral pivalate groups are deuterated
and the molecules are dissolved in deuterated toluene, in
order to extend the spin coherence at low temperatures.
The Cu3 molecule [32], shown in Figure 1(b), is similar to
that reported in Reference [33], with the bipyridine lig-
ands replaced by pyridine. The molecules are dissolved
in deuterated pyridine, which exchanges rapidly with the
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FIG. 1. (a) The molecular structure of the antiferromagnetic rings Cr7Ni and Cr7Mn, which exhibit spin ground states of
S = 1/2 and S = 1 respectively. (b) The molecular structure of the spin-frustrated Cu3, which exhibits a ground state with
S = 1/2. (c) Calculated distribution for the amplitude of the E-field, |E|, in the ESR tube with 180 V applied across the
electrodes. The colormap illustrates the spatial distribution of |E| in the cross section of the sample tube. (d) Schematic of the
E-field experimental pulse sequence. A standard Hahn-echo sequence is employed to measure the spin echo signal. An E-field
square pulse of duration tE is applied immediately after the π/2 microwave pulse. The echo signal is recorded as a function of
the E-field pulse duration to measure the spin-electric coupling effect. (e) and (f) illustrate the distinguishable effects of linear
and quadratic coupling between the E-field and spins in an orientationally-disordered molecular ensemble. The red and blue
arrows in (e) represent the spins of molecules whose orientations are inverted with respect to each other, following a period of
free precession under an E-field; a linear electric field effect gives rise to opposite phase shifts. The echo signal, which results
from the sum of all spin packets, remains parallel to the x-axis in the rotating frame. For ∆fE ∝ E2, the phase shifts for
molecules with inverted alignments are identical. Hence, the echo, indicated by the purple arrow in (f), shifts away from the
x-axis in the rotating frame.

molecular pyridines, extending the spin coherence at low
temperatures. The Cu3 core exhibits strong antiferro-
magnetic interactions between the Cu(II) ions, leading
to a S = 1/2 ground state at temperatures below 50 K.
The structures of all three molecules break inversion sym-
metry, so they can each, in principle, show a first order
E-field effect [34].

We made ESR measurements using a commercial
Bruker Elexsys 580 X-band pulsed ESR spectrometer,
equipped with a 4He flow cryostat for temperature con-
trol. The dissolved samples are contained in standard
3 mm diameter quartz ESR tubes equipped with a pair
of electrode wires separated by about 1.8 mm and ori-
ented parallel to the microwave magnetic field, in or-
der to minimize the perturbation to the resonator. To
aid impedance matching to the Avtech AVR-4-B volt-
age pulse generator, the electrodes are shorted above the
microwave resonator by a 50 Ω load, permitting square
voltage pulses of up to 180 V with approximately 15 ns
rise and fall times, durations up to 30 µs in 200 ns steps,
and a duty cycle of 0.5 %. This electrode geometry,

immersed in the sample solution, generates an inhomo-
geneous E-field mostly perpendicular to the microwave
magnetic field. The distribution of E-field strengths is
shown in Figure 1(c); when 180 V is applied to the elec-
trodes, most of the sample experiences a field of between
2.5 × 104 and 6 × 104 V/m.

The pulse sequence design, shown in Figure 1(d), is
similar to that developed by Mims [34]. An E-field pulse
is applied to the sample immediately after the π/2 pulse
in a standard Hahn-echo sequence. If a particular spin
packet interacts with the E-field such that the ESR tran-
sition frequency is shifted by ∆fE, the spins accumulate
an extra phase during free precession of ∆ϕE = 2π∆fEtE.
The inhomogeneity in the E-field leads to a distribution
of phases accumulated across the sample.

There is a further important contribution to the inho-
mogeneity of the response across the sample, arising from
the fact that the molecules’ orientations are distributed
randomly in the frozen solution. In general, the sensi-
tivity of the molecular spin Hamiltonian depends on the
orientation of the molecule with respect to the E-field.
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FIG. 2. E-field effect on spin echoes for Cr7Mn. (a) and (b) respectively show the transient in-phase and out-of-phase echoes
(colormaps in upper panels) and the integrated echo intensities (lower panels) as a function of the duration of the E-field
pulse (generated by applying a voltage of 180 V to electrodes immersed in the frozen solution). (c) Spin echo intensity as a
function of the E-field pulse. The E-field pulse (abscissa) is defined as the applied voltage multiplied by its duration. The
black squares correspond to measurements with fixed applied voltage (180 V) and varying E-field pulse duration tE. The red
circles are recorded for a fixed tE = 6 µs while varying the E-field amplitude. (d) Dependence of the in-phase integrated echo
on E-field measured at a range of magnetic field positions across the Cr7Mn ESR absorption spectrum. The temperature is
3 K throughout.

The frequency shift induced on the spin of a molecule

with orientation n is ∆fE = 2πn · A
↔

· E where A
↔

is a
second order tensor describing the spin-electric coupling.

Inverting the direction of the E-field reverses the sign
of the phase accumulated as a result of the E-field pulse.
Thus for every spin packet gaining a phase ∆ϕE in re-
sponse to the E-field pulse, there is another spin packet
that is shifted by a phase −∆ϕE, as shown in Figure 1(e).

Our experiment measures the ensemble response of the
sample, integrated over all molecular orientations excited
by the Hahn echo pulses and over the E-field distribution.
The overall effect, for tE < τ , is to reduce the echo am-
plitude as a function of the E-field pulse duration and
amplitude, without inducing an out-of-phase component
to the echo (Figure 1(e)). The fact that we measure an
averaged response means that we cannot extract from

this experiment the detailed structure of A
↔

. (This would
require a sample with orientational order, i.e. a crystal;
usually, though, dipolar couplings in crystals destroy the
phase coherence required for the Hahn echo [1].) Instead,
we characterise the response of each of the samples stud-
ied by an “average” isotropic response to the E-field, and
this is the sensitivity figure that we quote.

A second order coupling, i.e. ∆fE ∼ E2, leads to the
same sign of ∆fE across the ensemble (see Figure 1(f))
and therefore a shift of the phase of the spin echo and an

out-of-phase component to the echo. We can also check
whether the coupling is linear or quadratic by studying
the effects of E-field pulses of different amplitudes; if the
coupling is linear, the response should depend only to the
product EtE.

Figure 2 shows typical data obtained from Cr7Mn. Fig-
ure 2(a) and (b) show, respectively, the in-phase and out-
of-phase components of the echoes as a function of the du-
ration of the E-field pulse. The full transients are shown
as color-maps in the upper panels and the integrated
components of the echoes are plotted in the lower pan-
els. The echo signal is centered at zero delay time, with
each vertical cut in the colormaps representing an echo
transient for tE given on the horizontal axis. There is a
pronounced modulation of both echo components upon
application of the E-field pulse visible in the transients.
The integrated in-phase echo shows a monotonic decrease
as tE, the duration of the E-field pulse, increases from
zero towards τ = 6µs, where the echo reaches 0.79± 0.02
of its tE = 0 value. The echo subsequently recovers as tE
exceeds τ and approaches 2τ = 12µs, because the phase
induced by the E-field during the first period of free evo-
lution is progressively refocussed following the Hahn echo
π-pulse. This confirms that the effect of the E-field on
the molecular spin is coherent. The integrated out-of-
phase echo is insignificant throughout. These features
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are indicative of a linear coupling between the Cr7Mn
spin and the applied E-field. Figure 2(c) shows that the
echo intensity depends only on the product V tE, confirm-
ing that the spin-electric coupling is linear.

The dashed line in the lower panel of Figure 2(a) is a fit
of the echo intensity given the E-field distribution shown
in Figure 1(c) assuming an isotropic E-field sensitivity, A,
yielding A = 1.9 ± 0.1 rad s−1/Vm−1. This corresponds
to an average phase shift across the ensemble of ∆ϕ =
arccos(0.79) ≈ 0.66 rad, implying an averaged ∆f =
∆ϕ/(2πτ) = 17 kHz, or about 1.8 × 10−6 of the ESR
microwave frequency (9.5 GHz).

The S = 1 Cr7Mn spin exhibits a substantial
anisotropy (with an axial term of about 20 GHz and a
rhombic term about an order of magnitude smaller [1])
such that at 9.5 GHz, the ESR spectrum of the disori-
ented ensemble extends from about 0.35 T to a little over
1 T. Figure 2(d) shows the dependence of the integrated
in-phase echo on voltage for a fixed tE measured at sev-
eral points in the spectrum (corresponding to orienta-
tional sub-populations). When normalized to the ampli-
tude of the echo in the absence of an E-field pulse, we
find that there is only a weak dependence on magnetic
field. In principle, this type of measurement allows us
to separate the dependence of different spin-Hamiltonian
terms on E-field. However, the field dependence that we
measure in our disoriented ensemble is not sufficiently
distinctive to do this reliably; measurements on oriented
ensembles would provide stronger data.

Experiments on Cu3 revealed a comparable depen-
dence on E-field (see Figure 3(a)), with the normalised
echo decreasing to 0.85 ± 0.03 of its tE = 0 value for
an E-field pulse of tE = 5 µs. Fitting the echo ampli-
tude (as above, dashed line in the lower panel of Fig-
ure 3(a)) yields a spin-electric coupling of A = 1.9 ±
0.2 rad s−1/Vm−1.

The data from Cr7Ni (Figure 3(b)) show no evidence
of spin-electric coupling. The lack of an effect in Cr7Ni,
which shares its broken-inversion-symmetry structure
with Cr7Mn, is interesting. The key difference between
Cr7Ni and Cr7Mn is the total spin in the ground state
(S = 1/2 and S = 1 respectively). This suggests that the
axial and rhombic zero field splitting anisotropy terms,
relevant for Cr7Mn but not for Cr7Ni, may be important
in offering a sensitivity to the E-field, as was found, for
example, in Mn defects in ZnO [25]. (We note here that
the other contribution to the spin anisotropy, through
the g-factor, is rather weak in both Cr7Ni and Cr7Mn.)
In this picture, the E-field sensitivity exhibited by Cu3

might be associated with the magnetic frustration inher-
ent in its structure, as proposed by Trif et al. [18, 19]. On
the other hand, we note the strength of the E-field effects
in Cr7Mn and Cu3 are comparable to the Stark effect in
P donors in Si [26], where a quadratic E-field sensitivity
enters through the hyperfine interaction. In principle, ab
initio methods can help to explain and predict the mag-
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FIG. 3. The in-phase transient (upper) and integrated (lower)
echoes for (a) Cu3 and (b) Cr7Ni as a function of the duration
of the E-field. The amplitude of the E-field pulses is fixed at
180 V in both cases. τ = 5 µs and 15 µs in the microwave
Hahn-echo sequences for Cu3 and Cr7Ni, respectively. The
temperature is 3 K.

nitude of the E-field sensitivity [19] as shown in Ref. [20]
for a different Cu3 molecular cluster [35].

The magnitudes of the spin-electric couplings that we
observe in Cr7Mn and Cu3 are such that it would be
challenging to use them for direct manipulation of the
spin via microwave modulation of the E-field [25, 28],
but they could be adequate for tuning the ESR tran-
sition frequency on short timescales (c.f., the “A-gate”
proposed by Kane for P donors in Si [17, 36]). For exam-
ple, with sufficiently localized electrodes, the resonance
frequency of an individual Cr7Mn molecule can be shifted
by ∼32 MHz with an E-field of 108 V/m, an E-field
routinely accessible in reported molecular break-junction
devices [8, 9]. Such control of the resonance frequency
is sufficient to shift the molecule in- or out-of-resonance
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with a globally-applied 30 ns microwave pulse, 100 times
shorter than the coherence time of Cr7Mn molecules.
This would fulfil the requirement of selectively controlling
individual molecules while achieving rapid spin manipu-
lation using globally-applied microwave pulses.

The spin-electric coupling in molecular nanomagnets
might be enhanced through prudent choice of molecular
spin centers. For example, rare earth ions with large spin-
orbit or hyperfine interactions exhibit sufficient couplings
to achieve coherent E-field-driven manipulations [9, 22].
Alternatively, designing exchange-coupled metal clusters
with significant electric dipole moments might offer a
route to E-field tuning of the intra-molecular exchange
interactions, and therefore E-field control over ground-
state spin properties. Ab initio methods can help to
guide such rational design [20], for example by identi-
fying intra-molecular exchange interactions that are par-
ticularly sensitive to externally-applied E-fields. The ex-
perimental method reported here will be important in
offering rapid screening of E-field sensitivities.

We note that a study of the E-field effect on the
continuous-wave ESR spectrum of a crystal of a polynu-
clear molecular nanomagnet was reported after the sub-
mission of this article [37].
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